
Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

lakewood, Colorado 80228

(303) 989-1401 ,

BONDAR-CLEGG

REPORT: 098-1122 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohw mining corp. 
project: blasthole

submitted by: r. hacleod 
date printed: 12-OCT-OS

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Bold 17 0.002 OPT Fire Assay
nL CN Au Au/Hot Extraction 15 0.002 OPT Cyanide Leach Atomic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

P PREPARED PULP 17 4 AS REC'D 17 As Received 17

remarks: results NOW REPORTED FOR 1ST 3 SAMPLES.

REPORT COPIES TO! MR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD



Geochemical
Lab Report

Bondar-CIrgg, Inc.

LN80 Wts Cedar Dr

lakewood, Colorado 8022X
(303) Wv 14oj „

BONDAR CLfGG

REPORT: 0^8-1122 project: blasthole page i

SAHPLE EtEHENl F1reAu CN Au
AMBER UNITS OPT OPT

PA S-10-2-59A 0.0A5 0.015
P4 S-10-2-595 0.066 0.071
PA S-10-2-596 0.025 0.027

PA S-10-2-614 0.092 0.113
PA S-10-2-615 0.018 0.018

PA S-10-2-616 0.076 0.050
PA S-10-2-634 0.011

PA S-10-2-635 0.070 0.065
PA S-10-2-636 0.027 0.021
PA S-10-2-65J 0.016 0.015

PA S-10-2-654 0.009
PA S-10-2-655 0.021 0.022
PA S-10-2-656 0.048 0.058
P4 S-10-2-675 0.017 0.019
PA S-10-2-676 0.036 0.033



LAB. REPORT NO.

BGNDAR-CLEGG INC.

12300 w. CEDAR DR.. LAKEWOOD. CD. B022B PHONE: 3B3-1ACW TELEX: A5-603

Date Shipped___________________________ _

# Parcels in Shipment___________________

GEOLOGIST'S NAME //,/ ,.'/// /

SAMPLE SHIPMENT NOTICE
7

Via . ______ □ Prepaid or □ Collect

______________ TOTAL NUMBER OF SAMPLES__________

.PHONE NUMBER_ _ _ _ _ _ _ _ _ _ PROJECT NAME OR NUMBER

/?

*//, /S'/s

Samples
type

#
Samples

Sample Mumpers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutrbn
Activation DCP

Ore
lest

rj4- U, Cu Pb Zn Mo Ag Cd Nl Co VI (1 Fe Bi V u w F ft A. Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

* c//., /4 K Cu Pb Zn Vlo Ag CD Nl Co Mn Fe Bi V u w F y As Hg Sn Sb Ba E spec
Neuticid

Activation DCP
;ire
test

r- yy v w+it Co Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V u w F ¥ As Hg Sn So Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Nebtron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
NBblron

Activation DCP
ore
test

2- Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V u w F ft As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zb Mo Ag Cd Nl Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Wn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mi. Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

Cu Pb Zn Mo Ag Cd Nl Co Mn Fc Bi V u w F Au As Hq Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neuiron

Activation DCP
uffe
lest

Cu Pb Zn Mo Ag Cd Nl Co Hfl Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu PD Zn Wo Cd Nl Co Mn Fe Bi V u w F •s H As Hg Sn Sb Ba E spec
Neuiron

Activation DCP
sie
test

{-pL assay (%, ore grade) ) □ / prepared \
> methods, the enclosed < I samples

□ geochemical (ppm, trace level) ‘ □ * unprepared '

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS ^ 'JL / ■'/',/ / H / 7. A//'&//’. '.7/_ _ _ _ _ _ _ _ _______'/•/■ ■//S'

_______ U.___________________ -------------- ------- L /_____zl____ /'(
/J ////AAT—-------------------------------------------------------------------------------------------------------------

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
B RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□' Results. '_____  ■ > ■_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results.

O' Invoices.—. _ ... ..r ^ CD Invoices

□ Pulps -4&- - - - - - - - - - - - - -—-------------  □ Pulps _
□ Rp|pftc _ _ •%- ^_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects.

□ Results_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results.
□ Invoice_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoice.
□ Pulps □ Pulps _
□ Rejects_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects.

White — Lab Copy • Please Include With Shipment Yellow — Sample Prep Copy Pink — Client s Copy



BONDAR-CLEGG
r

%

;> *

Hnndar-Clegg, Inc.

12980 Wesl Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1401

PPOHM MINING CORP. 
MR. ROD MACLEOD 

P.O. BOX 485 
PE6PV00D. SD 
57732

Invoice I 12941» PaSe 1

Date 5 12-0CT-88

Report Not 098-1121 
Project 1 BLASTHOLE 
Reference! NOME LISTED

30 Analyses of Gold 

Subtotal

30 Analyses of Au/Hot Extraction 

Subtotal

Satfle Preparation 

30 Saneles of As Received
Subtotal

Invnii

at t 8.00 * 240.00

* 240.00 1 240.00

at i 4.00 i 120.00

* 120.00 I 120.00

at * 0.00 1 0.00
$ 0.00 « 0.00

Total! i 360.00 U.S.

(3k Vo

'o/ilkK0 [\

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



BONDARCLEGG

Bondar-Clegg, Inc.

12980 Wea Cedar Dr.

Lakewood, Colorado 80228

(303)989-1401

BRDHM MINIM CORF'. 
MR. ROD MACLEOD 

P.O. BOX 485 
DEABUOOD. SD 
57732

Invoice J 12941» Pae 1 

Date 1 12-0CT-B8

v,. \0-
Report Not 098-1121 
Project t BLASTHOLE 
Reference: NONE LISTED

30 Arieluses of Sold 

Subtotal

30 ftful'ise-> of Au/Hot Extraction 

Subtotal

Sesele Pweratiori 

10 Saaeles of As Received 
Subtotal

si 1 8.00 t 240.00

t 240.00 1 240.00

at t 4.00 t 120.00

1 120.00 t 120.00

at i 0.00 t 0.00
» 0.00 t 0.00

Invoice Total: * 340.00 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

Bondar-Clegg- Inc.
12980 Wst Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR CLfGG

REPORT t 098-1121 ( COMPLETE ) REFERENCE INFQ5 NONE LISTED

client: brohm mining corp. 
project: blasthole

SUBMITTED BY*. R. MACLEOD 
DATE PRINTED*. 10-0CT-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 30 0.002 OFT Fire Assay
2 CN Au Au/Hot Extraction 30 0.002 OPT Cyanide Leech Atomic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

P PREPARED PULP 30 4 AS REC'D 30 As Received 30

REPORT COPIES TO! NR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD



Geochemical
Lab Report

Bondar-Ckgg. Inc.
12980 Wes Cedar Dr.

Lakewood. Colorado 80228

(303) 989-MCW

BONDAR-CLEGG

REPORT: 098-1121 project: blasthole PAGE 1

SAMPLE ELEMENT FireAu CN Au

NUMBER UNITS OPT OPT

PA S-10-2-277 0.023 0.021
PA S-10-2-296 0.028 0.018
PA S-10-2-29? 0.018 0.015
PA S-10-2-316 0.020 0.023
PA S-10-2-317 0.022 0.017

PA S-10-2-350 0.036 0.037
PA S-10-2-351 0.017 0.018

PA S-10-2-35A 0.016 0.011
PA S-10-2-355 0.026 0.028
PA S-10-2-370 0.038 0.0A0

PA S-10-2-A15 0.036 0.019
PA S-10-2-A30 0.096 0.093

PA S-10-2-A31 0.033 0.0A3
PA S-10-2-A3A 0.078 0.07A
PA S-10-2-A35 0.020 0.02A



B BONDAR-CLEGG INC.

LAB. REPORT NO. Z_

12380 W. CEDAR DR., LAKEWOOD, CO. 00220 PHONE: 980-1AO4 TELEX: <45-693

SAMPLE SHIPMENT NOTICE

Date Shipped_________ ' /<"'PVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES---------------------------------------------------------------------_L-------------------------------- ---

GEOLOGIST’S NAMF ______________PHONE NUMBERPROJECT NAME OR NUMBER----------------------------

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

Cu Pb Zn Mo Ag Cd Ni Lc Mn Fe Bi V u w F
4

As Sn Sb Ba E spec
Neutron

Activation DCP test

p' ptn Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F A V4^, As Hg Sn Sb Ba E spec
Neutre

Activation DCP
ore

.test

Cu Pb Zn ^0 Ag Cd Ni Co Mn Fe Bi V u w F ¥
(

As rig Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Dc * u rns p/sz?) Cu Pb Zn Vto Ag Cd Ni Co Wn Fe Bi V u w F
¥

As Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

r\ / J ff :/7 Cu Pb Zn Wo Ag Cd Ni Co Mn Fe Bi V u w F t As Hg Sn Sb 6a E spec
. Neutron 
Activation DCP

ore
test

r tf' * / Cu Pb Zn Vtn Ag Cd Ni Co Mn Fe Bi V u w F aV
A

As Hg $n Sb Ba E spec
Neutron

Activation DCP
ore
test

be Cu Pb Zn Wo Ag Cd Ni Co Mn Fe Bi V u w F UK As Hg Sn Sb Bo E spec
Neutron

Activation DCP
ore
test

DC Cu Pb Zn C Ag Cd Ni Co Mn Fe Bi V u w F ;X As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

// ' j Cu Pb Zn Wo Cd Ni Co Wn ::L Bi V u w F ¥ As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn wo Ag Cd Ni Co Mn Fe Bi V u w F ¥ As Kg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F ¥ As Hq Sn Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Wo Ag Cd NI Co V1 ii Fe Bi V u w F V As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

pc </Y 4H / 4/f Cu Pb Zn VI0 Ag Cd Ni Co Mn Fe BI V u w F ¥ As Hg Sn Sb Ba E spec
Neutrbh

Activation OCP test

DC * Cu Pb Zn Ylo Ag Cd Ni Co Wn Ff Bi V u w F Hg Sn y Ba E spec
Neutron

Activation DCP
ore
lest

v, ^ w // 4* Cu Pb Zn VI o Ag Cd Ni Co Wn Fe Bi V u w F

¥
Hq Sn Sb E spec

Neutron
Activation OCP rest

f □ assay (%, ore grade) ) □ (prepared I
Please analyze by % > methods, the enclosed < ( samples

‘ □ geochemical (ppm, trace level) ‘ □ l unprepared •

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS__________________________________ I-------------------------- :------------------------------------------------

;f ■ ,

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
D DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results. fVlL_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results.
O Invoices# CCiC/Ys ^ ^v/X/////---------------------------- □ Invoices
□ Pulps__ A b. — □ Pulps _

□ Rejects/ X y.-:.=— □ Rejects.

□ Results_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results.
□ Invoice_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ L Invoice.
□ Pulps—------ - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - □ Pulps —
□ Rejects-_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects.

While — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



BC
BONOARCLEGG

Bondar-Clegg. Inc.

12980 Wst Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHH MINING CORP. 
MR. ROD MACLEOD 
P.C. POX 485 
DEABWOOD* SD
5/732

Invoice 5 12942* Pase 1

Date J 12-0CT-88

Report Not 098-11185'~ 2-

Project : BLASTHOLE

Reference: NONE LISTED

2° Analyses of Gold at * 8.00 4 232.00

Subtotal 4 232.00 4 232.00

26 Analyses of Au/Hot Extraction at 4 4.00 * 104.00

Subtotal 4 104.00 1 104.00

Saar-le Preparation
29 Sawles of As Received at $ 0.00 « 0.00

S'lbtotal 4 0.00 4 0.00

Invoice Total: 4 336.00 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



BONDAR-CLEGG

BPOHM HIHIW6 COPP. 
MF. POD MACLEOD 
P,0. POX 485 
ICABW50B. SD 
57732

29 Arts Vises of Gold 

Subtotal

26 Analyses of Au/H<il Extraction 

Subtotal

Sawle Preparation 
29 Samples of As Received 

Subtotal

Inwice

—

Bondar-( le«!, Inc.

12980 West Cedar Dr

Lakewood, Colorado 80228

(303)9894404

Invoice I 12942r Pase i

Date 5 12-0CT-89

Report No: 0«8-1118^' /O ~ 

Project t BLASTHOLE 

Reference: HONE LISTED

at t 8.00 t 232.00

I 232.00 1 232.00

jt t 4.00 * 104.00

I 104.00 I 101.00

at * 0.00 * 0.00
» 0.00 J 0.00

Total; I 336.00 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical 
Lab Report

Bondar-nest.
12980 Wes Cedar Dr. 
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(3031989-MOW
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Geochemical
Inb Report

Bondar-Oeai, Inc.

L2SM40 WtsJ Cedar Dr, 
Lakewood, Colorado 8022k 
(3031989+tOt^

BONDAR-CLEGG

REPORT: 098-1118 ( COMPLETE ) | j REFERENCE IHFOI NONE LISTED

client: brow mining corp. submitted by: r. mcleod

project: blasthole date printed: io-oct-ss

NUMBER Of LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 29 0.002 OPT Fire Assay
2 CN Au Au/Hot Extraction 2 i 0.002 OPT Cyanide Leach Atoaic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMFLE PREPARATIONS NUMBER

P PREPARED PULP 29 4 AS REC'D 29 As Received 29

REPORT COPIES TO: MR. ROD MCLEOD INVOICE TO: MR. ROD MACLEOD



Geochemical
Lab Report

Bofidar-at«g. lor.
12980 West Cedar Dr 
Lakoood, Colorado 80228 
(3031989440*.

BONDAR CLEGG

REPORT; 098-1118 project: blasthole page i

SAMPLE ELEMENT FireAu CN Au
NUMBER UNITS OPT OPT

PA S-10-2-450 0.018 0.020
PA S-10-2-A51 0.025 0.029

PA S-10-2-A5A 0.02A 0.017

PA S-10-2-A55 0.077 0.072
PA S-10-2-A70 0.012 0.022

PA S-10-2-A9A 0.076 0.052

PA S-10-2-A95 0.0A3 0.0A2
PA S-10-2-510 0.022 0.025
PA S-10-2-511 0.038 0.027
PA S-10-2-51A 0.072 0.0A7

PA S-10-2-571 0.018 0.016

PA S-10-2-57A 0.02A 0.028

PA S-10-2-575 0.062 0.055

PA S-10-2-591 0.025 0.022



4

LAB. REPORT NO.

BONDAR-CLEGGlNQ

12380 W. CEDAR DR, LAKEWOOD. CO 00228 PMOCsJE 9B9-VUD4 TELEX: 45-633

SAMPLE SHIPMENT NOTICE
i/n/cf

Date Shipped// dy, fVia f'r n Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES_______________________________________ _____________

GEOLOGIST’S NAMF • A / // PHONE NUMBER.__PROJECT NAME OR NUMBER . .LL /S'

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bl V U W F Au As Hg So Sb Ba E spec

Neutron
Activation DCP

Ore
test

Cu Pb Zn Wo Ag -1 Ni Co Wn Fe Bl V U w F Sn Sb B.i 6 spec Activation QCP test

/ Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V U w F H As Hg Sn Sb Ba E spec
Neulron

Activation DCP
ore
test

Dc Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F As Hg Sn Sb 6a E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F As Hg Sn Sb Ba F spec
Neutron

Activation DCP
ore
test

DO /&*//
Cu Pb Zn Wo Ag Cd NI Co Wn Fe Bl V u w F As Hg Sn Sb Ba £ spec

Neutron
Activation DCP

ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F As Hq Sn Sb Ba E spec
Neulron

Activation DCP
ore
test

pc Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F
«

As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

pc. ff, // / /Y >y Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F ;X As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

/ Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bl V u w F * As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

A * 4 A * ' Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F
*

As Sn Sb Ba E spec
Neulron

Activation DCP test

~z~ z• //. •/■ ■■) Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F As Hq Sn Sh Ba E spec
Neulron

Activation DCP test

pc. Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w * As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Pc *** Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bl V u w F K As Hq Sn Sb Ha E spec
Neuiron

Activation DCP
-mt!

test

/*\aDC- ' 'If ■ Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F A* As Hg Sn Sb Ba E spec
Neulron

Activation DCP
ore
test

Cu Pb Zn Wo Cd Ni Co Wn Fe Bl V u w F

i

As Hg Sn Sb Ba E spec
Neulron

Activation DCP
ore
test

l Qr assay (%, ore grade) ) □ f prepared I
Please analyze by » / methods, the enclosed < | samples

' □ geochemical (ppm, trace level) * □ ' unprepared "

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS 4^ ' ______________________ t--------------------------------------------------------------------

^-t -,----------- <- ——l------- :----------c——d-d---------- -■ ■ -x.----------------

!At—» , , . ;■ / ------ -

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE 
O STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
0 RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO:

□ Results /// /J/Ar/ri't_ _ _ _ _ _ _ _ _ _ _ ______ □ Results.

O Invoices. . _ _ _ _ _ _ _ _ _ _ _ 4_ _ _ _ _ _ _ _ _ /_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ invoices
□ Pulps::_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Pulps _
□ Rp|prK / A 7 7'7._____________ □ Rejects.

□ Results___________________________________________ □ Results.
□ Invoice_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoice.
□ Pulps____________________________________________ □ Pulps _
□ Rejects_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects.

WMt* — Lab Copy - Pleas* Include Wrth Shipment Welkwr — Sample Prep. Copy Pink — CHent's Copy


